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E-mail gedik@gedik com tr
pumber Numar e Date / Tarih:  19.12.2022
Page Sayfa 11
Purchaser Miisteri BJC TOOLS ERP HOOGSTRAAT 11 5469 EL ERP
Order Nr Siparig No 01/BJC/622-2022
|Product Group Uriin Grubu Covered electrode - rutile coated
Brand Name  Uriln Adi GeKa LOTUS, E 6013, PLATIC BOX,2,5 KG
Standard Standardi ASME SECTION |IC SFA/AWS A5.1 TS EN ISO 2560-A: 2013
Classification Isareti E 6013 E420RC 11
Size Boyutu 2,50x350mm
Quantity Miktari 35 Kg
Serial Nr Seri No 22-207340007
Charge Nr Sarj No 007
Chemical Composition of Weld Metal (%) Kaynak Metalinin Kimyasal Analizi (%)
ChargeNr | ¢ | & | wmn P s cr Ni | Mo | cu | V | Nb | Fe - - - - -
$arj No
AWS <0,2 <1,0 <12 - <0,2 <03 <03 <0,08 RostKelen| - - - - -
TSENGSO | - | - <20 | - - <0,2 <03 <0,2 <03 <0,05 <0,05 | Rest/Kslen - - - -
007 0,055 | 0,224 | 0,379 | 0,014 | 0,005 | 0,021 | 0,024 | 0,005 | 0,022 | 0,012 | 0,005 [Restielan - - - - -
T
Mechanical Properties Kaynak Metalinin Mekanik Degerler|
Tensile Test Gekme Testi - EN ISO 6892-1 Impact Test GCentik Darbe Testi -EN ISO 148-1:10
Specimen preparation . Test pargas! hazilanmasi - EN ISO 5178:11 Specimen preparation Test pargasi hazirlanmasi - EN ISO 9016:11
Test Ry Rq A Test KV KV
Temperature | Yield Strength |Tensile Strengthl Elong. | Temperature [mpact Strength| AverageHardnessRadiographic test| Heat treatment
Test sicakhgs | Akma Dayanimi | Gekme Dayanimi| Uzama | Test sicakhig Darbe Enefjisi |Ortalams Sertlik | Radyografi testi Isil Iglem
f °c N/ mm? N/mm?  |%L,=5d, °c J J : -
AWS 20 >330 >430 >17 - - - -
TS/ENAISO 20 >420 500-640 >20 0 - 247 - -
[ 20 min, 420 510-610 | min. 22 0 - min. 47| - 3
| As welded
Comment/ Agiklamalar
II.M_____" -
Yusuf ORALOGLU
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